


Humidity

Reference Section

Correction table for effect of relative humidity on wool fibre diameter measurements:

Observed Microns
Diameter Relative Humidity
(microns) 38-42 43-47 48-52 53-57 58-62 63-67 68-72 73-77 78-82 83-87

Add Add Add Add Add Subtract Subtract Subtract Subtract
18-19.9 0.4 0.4 0.3 0.2 0.1 - 0.1 0.2 0.4 0.6
20-21.9 0.5 0.4 0.3 0.2 0.1 - 0.1 0.2 0.4 0.7
22-23.9 0.5 0.4 0.3 0.2 0.1 - 0.1 0.3 0.5 0.7
24-25.9 0.6 0.5 0.4 0.3 0.1 - 0.1 0.3 0.5 0.8
26-27.9 0.6 0.5 0.4 0.3 0.1 - 0.1 0.3 0.5 0.8
28-29.9 0.6 0.5 0.4 0.3 0.2 - 0.2 0.4 0.6 0.9
30-31.9 0.7 0.6 0.5 0.3 0.2 - 0.2 0.4 0.6 1.0
32-33.9 0.7 0.6 0.5 0.3 0.2 - 0.2 0.4 0.7 1.0
34-35.9 0.8 0.7 0.5 0.4 0.2 - 0.2 0.4 0.7 1.1
36-37.9 0.8 0.7 0.6 0.4 0.2 - 0.2 0.4 0.7 1.1


